
406_10 GN:406.10 

 

Effective: 10-23-06 

Revised: 01-01-16 

 

Designer Note:  This General Note should be added to all contract plans using QC/QA Hot-Mix 

Asphalt. 

 

HOT-MIX ASPHALT MIXTURE REQUIREMENTS 

 

Consult the District Mixtures Control Engineer for guidance in choosing hot-mix asphalt mixture 

types to use for your specific project.  See Materials mixture requirements. 

 

 

HOT-MIX ASPHALT MIXTURE REQUIREMENTS 
 

 

Mixture Use(s):       

AC/PG:       

Design Air Voids:       

Mixture Composition:       

(Gradation Mixture):       

Friction Aggregate:       

Quality Management:       

 

Notes: Individual lift thickness of each mix type will be no less than 3 times nominal maximum 

aggregate size and no more than 6 times nominal maximum aggregate size. 

 

 


